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Haitpek B.J1. K 60-neTuto OU3NKO-TEXHONOMMYECKOT0 UHCTUTYTa METaNmoB U CNNaBos
HAH Ykpautbl ® Naidek V.L. To the 60th anniversary of the Physical-Technological Instifute
of Metals and Alloys of the National Academy of Sciences of Ukraine
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* Marukovich E.I., Stetsenko V.Y. About modifying of eutectic of castings from silumin

Enapxud 0.M., Anos B.A, Monkos AH., Kapnenko M.A., Kapnenko B.M. [10BbilLIeHME Ka-
YECTBA W HAAEXHOCTU (DPUKLIMOHHBIX YyryHHbIX geTaneid ® Eparkhin 0.M., Alov V.A.,
Papkov A.N., Karpenko M.I., Karpenko V.M. Improving the quality and reliability

of frictional iron details

Lepeukuit B.A., 3atynosckui A.C., Ha6oka E.A. HoBbIe NUTbIE KOMNO3UThI HAa OCHOBE
HecmellnBaroLmxcs komnoreHTo ® Sheheretsky V.A., Zatulovsky A.S., Naboka E.A.
New cast composites based on immiscible components

Cepeaenko E.B. KomnnexcHoe BNWUAHWUE CKOPOCTY OXNAMAEHUA W NOCTOAHHOMO MarHUTHOMO
nons Ha pasmep 3epHa nutoro cnnasa Tvna BAJ110 « Seredenko E.V. A complex effect

of the cooling rate and the constant magnetic field on the grain size of a VAL10-type

cast alloys
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Kynukos B.H., KsoH CB.C., Epemun E.H, KoBanesa T.B., Anamosa I X. BnusaHue
BapPWUATUBHOIO AaBNEHUA HA NAOTHOCTb U NPOYHOCTH NECYAHO-CMONAHBIX (OPM

» Kulikov V.Yu., Kvon Sv.S., Eryomin E.N., Kovalyova T.V., Adamova G.H. Influence
of variable pressure on density and durability of sand-resin forms

AyHr XTyT Txy, 3axapos AW, Manapos A.M. CoiicTBa X0N0AHOTBEPAEHLLMX CMECEN

C XKNAKOCTEKOMbHLIM CBA3YIOLLMM, NONYYEHHBIM U3 CENbCKOXO3ANCTBEHHbIX 0TX040B

* Aung Htut Thu, Zakharov A.l., Malyarov A.l. Technological properties of cold-hardening
mixtures with liquid glass binder, obtained from agricultural wastes

Wnnapuonos W.E, babkuu B.I., TunbmanwunKa TP, Kosanesa A.A,, J1biTkuHa C.U,

bopuctok B.A. lccnenosanue CBOMCTB BOAHBIX CYCNEH3UA HA NPUPOAHbIX W aKTUBUPOBAH-
HbIx rpagovrax * lllarionov L.E., Babkin V.G., Gilmanshina T.R., Kovaleva A.A.,

Lytkina S.1., Borisyuk V.A. Investigation of the properties of water suspensions on natural
and activated graphites
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JiwBwuy B.6., Kazaukosa 0.A., bo6koBa E.C. 3aLuTHble NOKPbITUS Npecc-hopm
ANg nonyyeHus oTnneok u3 Al-cnnasos ® Livshits V.B., Kazachkova 0.A., Bobkova E.S.
Protective coatings for press-molds used in production of Al-alloy castings

Opranmnsants DIPoONSBOAGTEBE

TkaueHko C.C., EmenbaHos B.0., MapTbiHos K.B. MoaynbHoe NPOU3BOACTBO METANOPEXY-
LLWX CTAHKOB W3 YHUDUUMPOBAHHbIX NWUTbIX AeTanewt * Tkachenko S.S., Emelyanov ¥.0.,
Martynov K.V, Modular production of metal-cutting machines from standardized cast parts
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Bnagumup Muxaunosuy Nnaukui. K 130-netnro co gHA POX[EHUA

AHppen Anekcaunposuy XKyKoB. K 90-1eTut0 co JHS POXAEHUA



